
In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/23/2009 
7/24/2009 14:25 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

0.11 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09972993 

(None) 

H1 1516 concrete chips 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 3:24 sw 8082 

0.1 07/27/09 3:24 sw 8082 

0.1 07/27/09 3:24 sw 8082 

0.1 07/27/09 3:24 sw 8082 

0.1 07/27/09 3:24 sw 8082 

0.1 07/27/09 3:24 sw 8082 

0.1 07/27/09 3:24 sw 8082 

EPA002299 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002300 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/23/2009 14:30 
7/24/2009 14:25 

7/28/2009 

Parameter Sample 

Method Analyst 

Result 

ND 

ND 

ND 

ND 

ND 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09972994 

(None) 
H1 16-20 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 5:14 sw 8082 

0.1 07/27/09 5:14 sw 8082 

0.1 07/27/09 5:14 sw 8082 

0.1 07/27/09 5:14 sw 8082 

0.1 07/27/09 5:14 sw 8082 

0.1 07/27/09 5:14 sw 8082 

0.1 07/27/09 5:14 sw 8082 

EPA002301 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002302 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/23/2009 
7/24/2009 14:25 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

0.11 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09972995 

(None) 

B1 15-16 concrete chips 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 5:51 sw 8082 

0.1 07/27/09 5:51 sw 8082 

0.1 07/27/09 5:51 sw 8082 

0.1 07/27/09 5:51 sw 8082 

0.1 07/27/09 5:51 sw 8082 

0.1 07/27/09 5:51 sw 8082 

0.1 07/27/09 5:51 sw 8082 

EPA002303 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002304 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/23/2009 16:30 
7/24/2009 14:25 

7/28/2009 

Parameter Sample 

Method Analyst 

Result 

ND 

ND 

ND 

ND 

0.13 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09972996 

(None) 
B1 16-20 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 6:28 sw 8082 

0.1 07/27/09 6:28 sw 8082 

0.1 07/27/09 6:28 sw 8082 

0.1 07/27/09 6:28 sw 8082 

0.1 07/27/09 6:28 sw 8082 

0.1 07/27/09 6:28 sw 8082 

0.1 07/27/09 6:28 sw 8082 

EPA002305 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002306 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/24/2009 
7/24/2009 14:25 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

0.75 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09972997 

(None) 

B2 15-16 concrete chips 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 7:04 sw 8082 

0.1 07/27/09 7:04 sw 8082 

0.1 07/27/09 7:04 sw 8082 

0.1 07/27/09 7:04 sw 8082 

0.1 07/27/09 7:04 sw 8082 

0.1 07/27/09 7:04 sw 8082 

0.1 07/27/09 7:04 sw 8082 

EPA002307 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002308 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/24/2009 09:30 
7/24/2009 14:25 

7/28/2009 

Parameter Sample 

Method Analyst 

Result 

ND 

ND 

ND 

ND 

0.12 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09972998 

(None) 
B2 16-20 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 7:41 sw 8082 

0.1 07/27/09 7:41 sw 8082 

0.1 07/27/09 7:41 sw 8082 

0.1 07/27/09 7:41 sw 8082 

0.1 07/27/09 7:41 sw 8082 

0.1 07/27/09 7:41 sw 8082 

0.1 07/27/09 7:41 sw 8082 

EPA002309 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002310 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/24/2009 
7/24/2009 14:25 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

4.56 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09972999 

(None) 

B4 7-8 concrete chips 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 8:18 sw 8082 

0.1 07/27/09 8:18 sw 8082 

0.1 07/27/09 8:18 sw 8082 

0.1 07/27/09 8:18 sw 8082 

0.1 07/27/09 8:18 sw 8082 

0.1 07/27/09 8:18 sw 8082 

0.1 07/27/09 8:18 sw 8082 

EPA002311 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002312 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/24/2009 10:00 
7/24/2009 14:25 

7/28/2009 

Parameter Sample 

Method Analyst 

Result 

ND 

ND 

ND 

ND 

49 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973000 

(None) 

B4 composite 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 8:54 sw 8082 

0.1 07/27/09 8:54 sw 8082 

0.1 07/27/09 8:54 sw 8082 

0.1 07/27/09 8:54 sw 8082 

0.1 07/27/09 8:54 sw 8082 

0.1 07/27/09 8:54 sw 8082 

0.1 07/27/09 8:54 sw 8082 

EPA002313 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002314 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

0.28 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973001 

(None) 

Jl 4-8 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 9:31 sw 8082 

0.1 07/27/09 9:31 sw 8082 

0.1 07/27/09 9:31 sw 8082 

0.1 07/27/09 9:31 sw 8082 

0.1 07/27/09 9:31 sw 8082 

0.1 07/27/09 9:31 sw 8082 

0.1 07/27/09 9:31 sw 8082 

EPA002315 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002316 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

16.4 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973002 

(None) 

Jl 8-12 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 10:08 sw 8082 

0.1 07/27/09 10:08 sw 8082 

0.1 07/27/09 10:08 sw 8082 

0.1 07/27/09 10:08 sw 8082 

0.1 07/27/09 10:08 sw 8082 

0.1 07/27/09 10:08 sw 8082 

0.1 07/27/09 10:08 sw 8082 

EPA002317 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002318 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

24.3 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973003 

(None) 

Jl 12-16 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 10:44 sw 8082 

0.1 07/27/09 10:44 sw 8082 

0.1 07/27/09 10:44 sw 8082 

0.1 07/27/09 10:44 sw 8082 

0.1 07/27/09 10:44 sw 8082 

0.1 07/27/09 10:44 sw 8082 

0.1 07/27/09 10:44 sw 8082 

EPA002319 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002320 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

2.71 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973004 

(None) 

Jl 16-20 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 11:21 sw 8082 

0.1 07/27/09 11:21 sw 8082 

0.1 07/27/09 11:21 sw 8082 

0.1 07/27/09 11:21 sw 8082 

0.1 07/27/09 11:21 sw 8082 

0.1 07/27/09 11:21 sw 8082 

0.1 07/27/09 11:21 sw 8082 

EPA002321 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002322 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/24/2009 12:00 
7/24/2009 14:41 

7/28/2009 

Parameter Sample 

Method Analyst 

Result 

ND 

ND 

ND 

ND 

ND 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973005 

(None) 

11 composite 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 11:58 sw 8082 

0.1 07/27/09 11:58 sw 8082 

0.1 07/27/09 11:58 sw 8082 

0.1 07/27/09 11:58 sw 8082 

0.1 07/27/09 11:58 sw 8082 

0.1 07/27/09 11:58 sw 8082 

0.1 07/27/09 11:58 sw 8082 

EPA002323 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002324 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

0.36 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973006 

(None) 

J2 4-8 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 12:34 sw 8082 

0.1 07/27/09 12:34 sw 8082 

0.1 07/27/09 12:34 sw 8082 

0.1 07/27/09 12:34 sw 8082 

0.1 07/27/09 12:34 sw 8082 

0.1 07/27/09 12:34 sw 8082 

0.1 07/27/09 12:34 sw 8082 

EPA002325 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002326 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

58 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973007 

(None) 

J2 8-12 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 13:11 sw 8082 

0.1 07/27/09 13:11 sw 8082 

0.1 07/27/09 13:11 sw 8082 

0.1 07/27/09 13:11 sw 8082 

0.1 07/27/09 13:11 sw 8082 

0.1 07/27/09 13:11 sw 8082 

0.1 07/27/09 13:11 sw 8082 

EPA002327 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002328 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

14.3 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973008 

(None) 

J2 12-16 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 13:48 sw 8082 

0.1 07/27/09 13:48 sw 8082 

0.1 07/27/09 13:48 sw 8082 

0.1 07/27/09 13:48 sw 8082 

0.1 07/27/09 13:48 sw 8082 

0.1 07/27/09 13:48 sw 8082 

0.1 07/27/09 13:48 sw 8082 

EPA002329 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002330 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

ND 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973009 

(None) 

J2 16-20 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 14:24 sw 8082 

0.1 07/27/09 14:24 sw 8082 

0.1 07/27/09 14:24 sw 8082 

0.1 07/27/09 14:24 sw 8082 

0.1 07/27/09 14:24 sw 8082 

0.1 07/27/09 14:24 sw 8082 

0.1 07/27/09 14:24 sw 8082 

EPA002331 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002332 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

0.13 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973010 

(None) 

J3 4-8 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 15:01 sw 8082 

0.1 07/27/09 15:01 sw 8082 

0.1 07/27/09 15:01 sw 8082 

0.1 07/27/09 15:01 sw 8082 

0.1 07/27/09 15:01 sw 8082 

0.1 07/27/09 15:01 sw 8082 

0.1 07/27/09 15:01 sw 8082 

EPA002333 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002334 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

6.21 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973011 

(None) 

J3 8-12 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 18:41 sw 8082 

0.1 07/27/09 18:41 sw 8082 

0.1 07/27/09 18:41 sw 8082 

0.1 07/27/09 18:41 sw 8082 

0.1 07/27/09 18:41 sw 8082 

0.1 07/27/09 18:41 sw 8082 

0.1 07/27/09 18:41 sw 8082 

EPA002335 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002336 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

4.55 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973012 

(None) 

J3 12-16 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 19:18 sw 8082 

0.1 07/27/09 19:18 sw 8082 

0.1 07/27/09 19:18 sw 8082 

0.1 07/27/09 19:18 sw 8082 

0.1 07/27/09 19:18 sw 8082 

0.1 07/27/09 19:18 sw 8082 

0.1 07/27/09 19:18 sw 8082 

EPA002337 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002338 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/22/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

ND 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973013 

(None) 

J3 16-20 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 19:55 sw 8082 

0.1 07/27/09 19:55 sw 8082 

0.1 07/27/09 19:55 sw 8082 

0.1 07/27/09 19:55 sw 8082 

0.1 07/27/09 19:55 sw 8082 

0.1 07/27/09 19:55 sw 8082 

0.1 07/27/09 19:55 sw 8082 

EPA002339 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002340 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 

Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 

RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/21/2009 

7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

51.1 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973014 

(None) 

D6 4-8 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 20:31 sw 8082 

0.1 07/27/09 20:31 sw 8082 

0.1 07/27/09 20:31 sw 8082 

0.1 07/27/09 20:31 sw 8082 

0.1 07/27/09 20:31 sw 8082 

0.1 07/27/09 20:31 sw 8082 

0.1 07/27/09 20:31 sw 8082 

EPA002341 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002342 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/21/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

4.82 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973015 

(None) 
D6 8-12 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 21:08 sw 8082 

0.1 07/27/09 21:08 sw 8082 

0.1 07/27/09 21:08 sw 8082 

0.1 07/27/09 21:08 sw 8082 

0.1 07/27/09 21:08 sw 8082 

0.1 07/27/09 21:08 sw 8082 

0.1 07/27/09 21:08 sw 8082 

EPA002343 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002344 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/21/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

6.92 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973016 

(None) 
D6 12-16 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 21:45 sw 8082 

0.1 07/27/09 21:45 sw 8082 

0.1 07/27/09 21:45 sw 8082 

0.1 07/27/09 21:45 sw 8082 

0.1 07/27/09 21:45 sw 8082 

0.1 07/27/09 21:45 sw 8082 

0.1 07/27/09 21:45 sw 8082 

EPA002345 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002346 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/21/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

ND 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973017 

(None) 
D6 16-20 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 22:22 sw 8082 

0.1 07/27/09 22:22 sw 8082 

0.1 07/27/09 22:22 sw 8082 

0.1 07/27/09 22:22 sw 8082 

0.1 07/27/09 22:22 sw 8082 

0.1 07/27/09 22:22 sw 8082 

0.1 07/27/09 22:22 sw 8082 

EPA002347 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002348 



In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

RAM 
Aroclor 1221 

RAM 

Aroclor 1232 

RAM 

Aroclor 1242 

RAM 

Aroclor 1248 
RAM 

Aroclor 1254 

RAM 

Aroclor 1260 

RAM 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/24/2009 
7/24/2009 14:41 

7/28/2009 

Parameter 

Method 

Sample 

Analyst 

Result 

ND 

ND 

ND 

ND 

ND 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09973018 

(None) 

11 11-12 concrete chips 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.1 07/27/09 22:58 sw 8082 

0.1 07/27/09 22:58 sw 8082 

0.1 07/27/09 22:58 sw 8082 

0.1 07/27/09 22:58 sw 8082 

0.1 07/27/09 22:58 sw 8082 

0.1 07/27/09 22:58 sw 8082 

0.1 07/27/09 22:58 sw 8082 

EPA002349 



AC&S, Inc. 
Reviewed by: P .0. Box 335 

Rebecca Kiser 

ND ~ Not Detected 

* ~ Above Specified Limit 

Nitro, WV 25143 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 
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EPA002350 


